Conductive, Electrolyte, dielectric / insulating, semi-insulating materials or samples

Dielectric . 1kHz- 10 Additional
Constant Real part 10 Sample/ Unit 210 30 MHz 25400 5200 Sample ASTM D 150 10
Electrolytic L. . 0.01 M, KCl or other Additional
Conductivity Liquid 5 Sample/ Unit solutions 100 kHz 31900 5200 Sample 10
.. . ASTM D-257
Conductivity | g i | 10 Sample/ Unit Metal, Alloys and DC 26200 | 5200 | Additional e rpc62631-3-] 10
or Resistivity Insulators Sample 1




